
 

 

 

 

Exhaust manifold cracking: Exhaust manifolds are prone to cracking 

from heat stress, this can be overcome by having the manifold and 

the exhaust down pipe sent to Jet Hot Coatings in Castlemaine (or 

similar companies around Australia) for ceramic coating, this will not 

only extend the life of the manifold but dramatically reduce under 

hood temperatures by removing the heat, hence the reason to 

include the exhaust down pipe. 

 


